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下列样品由客户提供及确认为： 

The following sample(s) was/were submitted and identified on behalf of the client as: 

 

 

委托单位 

Consignor 
浙江永光无纺布股份有限公司 

ZHEJIANG Y.G NONWOVEN FABRIC CO.,LTD. 

 

 

委托单位地址 

Consignor address 
浙江省嘉兴市平湖市新仓镇仓东路 1168号 

NO.1168 CANGDONG ROAD, XINCANG, PINGHU, JIAXING, ZHEJIANG, CHINA 

 

 

客供样品描述 

Sample Description by Client 
PLA 熔喷 

PLA meltblown 

 

 

样品描述. 

Sample Descriptions 
(A)PLA 熔喷 

(A)PLA meltblown 

 

 

颜色/色号 

Color 
(A)白色 

(A)white 

 

 

制造商 

Manufacture 
浙江永光无纺布股份有限公司 

ZHEJIANG Y.G NONWOVEN FABRIC CO.,LTD. 

 

 

SGS号 

SGS ref No. 
15471192-1 

 

 

样品数量： 

Sample Quantity: 
(A)1 

 

 

检测类别 

Test Type 
委托送样检验 

Submitted (sample sent by client) 

 

 
 

样品送达日期 

Sample Receiving Date 
2021-04-02 

 

 

检测周期 

Testing Period 
2021-04-02 - 2021-04-21 

 

 
 

检测依据 

Document Accordance 
详见检测结果页 

Details please see test result page 

 

 

判定依据 

Judgement Accordance 
/ 

 

 

检测结论 

Test Conclusion 

本报告仅提供实测数据， 详见检测结果/汇总页，检测结果仅适用于收到的样品。 

The report only give the test result, detail please see follow page, the results only apply to 
the sample(s) as received. 

 

 
 
 

通标标准技术服务（上海）有限公司 
 

 

SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd Testing Center 
 

 

批准人签署 Approved by: 
 

      

     

     
      

 

崔小英 (授权签字人) 

Ellen Cui (Authorized Signatory) 
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检测结果检测结果检测结果检测结果 

Test Results  

 
    

 

FZ/T 64078-2019 熔喷法非织造布熔喷法非织造布熔喷法非织造布熔喷法非织造布/FZ/T 64078-2019 Meltblown nonwoven fabric 
 

    

 

检测项目及测试方法 

TestItem & Test method 
样品 

Sample 
单位 

Unit 
技术要求 

Requirement 

 

 

测试结果 

Test Result 
 

 

过滤效率 

Filtration Efficiency 

GB/T 32610-2016, 附录 A, 

Annex A 
 

备注：预处理后样品发生变形 

Remark: The sample was 
deformed after pretreatment. 

 

A 
 

% 
 

- 
 

盐性介质 Salt aerosol 
 

83.3 
 

% 
 

- 
 

油性介质 Oil aerosol 
 

80.1 

 

  

 
 
 

样品照片样品照片样品照片样品照片 

Sample Photo 

 

  

 

  

 

**报告结束** 

**End of Report** 
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